
102013 1020.13 
 
Designer Note:  Insert into all projects with PCC pavement pay items. 
 
 
MEMBRANE CURING METHOD 
 
Effective:  July 29, 2016 
 
Revise Article 1020.13(a)(4) paragraph 2 to read: 
 
"After all finishing work to the concrete surface has been completed, the surface and all 
exposed edges shall be sealed with membrane curing compound of the type specified within ten 
minutes.  The seal shall be maintained for the specified curing period.  The edges of the 
concrete shall, likewise, be sealed within ten minutes after the forms are removed.  Two 
separate applications, applied at least one minute and no more than fifteen (15) minutes apart, 
each at the rate of not less than 1 gal./25 sq. ft. (0.16L/sq. m) will be required upon the surfaces 
and edges of the concrete.  These applications shall be made with the mechanical equipment 
specified.  Type III compound shall be agitated immediately before and during the application. 
 
 


